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Zﬁé‘% LTH LTF ST HT EF HT-GF
LB
120°C - 220 'C ) N v
220°C - 320°C J J J J J
320°C - 350°C v v v v
& T R 2k
ABS N J
ASA J J
EVA J J
EVOH J J
Fluorpolymers J J
LDPE (MFI < 6) J J
LDPE (MFI > 6) J J
LLDPE N N J
HDPE (MFI<0,5) J
HDPE (MFI < 7) J J
HDPE (MFI >7) J J
HMWPE J J
Noryl (filled & unfilled) J J
PA J J
PBT v J
PC v v
PC clear J
PC/ABS J J
PEEK * J J
PEI * J J
PET v ¥
PET-G J J
PES * J J
PMMA J J
PMMA clear J
PMP J J
Polyphatalimide J
POM * J J
PP (MFI < 5) J J
PP (MFI >5) J J
PPSU v J
PS J J
Polysulfon * J J
PU J J
PVC rigid (Shore D > 80) v v
PVC flexible (Shore D < 80) N J
SAN J J
TPE J J
TPR J J
ARG (&% HEFDA v | v T v T v T vT7 v 11U v T v T v
iEH AN T 95 5
S ) v v v v v v v v
W T2 v v v v v v v v v
Eridan] v v v v v v v v v
P s v v v v v v v v v

e 7
MFI 2,16 kg. Unit=g/10min



